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HAPPY ARTS & CRAFTS (NINGBO) CO. LTD
HAPE INTERNATIONAL (NINGBO) LTD

9-27 NANHAI ROAD, DAGANG INDUSTRIAL CITY,
BEILUN, NINGBO, CHINA P.C. 315800

The following samples were submitted and identified by/on behalf of the client as:
Name of Product/ltem : ED NOAH'S ARK / ED ARCHE NOAH

Details of Sample Received :  PLAYSET CONTAINS: 1 ASSEMBLY WOODEN BOAT AND SOME
ANIMAL-SHAPED WOODEN BLOCKS. PRINTED BOX PACKED.

Sample Quantity :2PCS

Style / Item No. : 821369/ 821435

Manufacturer : HAPE INTERNATIONAL (NINGBO) LTD

Country of Origin : CHINA

Country of Destination : GLOBAL

Labeled Age Grading 13+

Requested Age Grading D3+

Age Group Applied in Testing : OVER 3 YEARS (AS PER CLIENT'S REQUEST)

Sample Receiving Date :JUN 10, 2009

Further Information Date - JUL 06, 2009

Testing Period :JUN 10, 2009 TO JUL 07, 2009

TEST REQUESTED :  For compliance with the test requirement of ASTM F963-08 Standard Consumer
Safety Specification on Toy Safety.

RESULTS . Details please refer to next page.

CONCLUSION :  The submitted samples comply with the requested test requirements.

Signed for and on behalf of
SGS-CSTC Ltd.

Zhang Wei, {ferry
Section Manager
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ASTM F963 - 08

AS SPECIFIED IN ASTM F963-08 STANDARD CONSUMER SAFETY SPECIFICATION ON TOYS SAFETY.

Clause Description Result
4, Safety Requirements
4.1 Material QUality **............c.cooimerieieeeeeee e Pass
42 FIaMMADIlity TESE..............vveveeeeeeeeeee oo oo Pass
(See Note 1)
4.3 Toxicology
4.3.5 Paint & Similar Surface-coating Material................coooeeeoeeoe oo Pass
(See Note 2)

4.6 Small Objects
46.3 Toys and games that are intended for use by children who at least three

years old but less than sixyears old.............cc.ccoeviiiiiiieoii i, Pass
47 Accessible EAQes.............cooiiiiiiieececeeeee oo Pass
49 ACCESSIDIE POINS........cooeeeeeieiictetcecceeeeee e Pass
4.18 Holes, Clearance & Accessibility of Mechanisms...............ocooovovoeeoioe . Pass
5. Safety Labeling Requirements
5.2 Age Grading Labeling...........ccoueueueueuiieeeiiieieeeeceeeee oo e Pass
53 Safety Labeling ReqUIrEMENtS..............c.ooveveeeeeeeeeeee oo Pass
5.11 Small Objects, Small Balls, Marbles, and Balloons...............coovovveveeveee oo, Pass
7. Producer’s Markings
7.1 Producer's Markings............cocooeoiviiiiiiiceeeeeeeceeceeeee et e Pass
8. Test Method
8.5 Normal Use TeStNG........coceoiiiiiitie et et e Pass
8.7 IMPACE TESE........ooe e et e Pass
8.8 TOPQUE TESE........ovieiiie ettt e et s e e e Pass
8.9 TENSION TESE......eieiei et e e e e Pass
8.10 COMPIESSION TESL.......cviiiiieiereeeeeeeeeecee e e e e e s Pass

**Visual Examination

Note 1 :

Flammability Test (Clause 4.2)
Flammability Test on Solid

Sample Burning Rate (inch/sec) Limit (inch/sec)
ED NOAH'S ARK/ED ARCHE NOAH DNI 0.1

DNI = Did Not Ignite

Jekkkedddedkkkkk

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at http://www.sgs.com/terms_and_conditions.
foralactronic format documents,subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms e-document.htm. Attention is drawn to the limitation of
q¥Qn and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings atthe time of
ithin the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
¢i\\ghts and obligations under the transaction documents. This document cannot be reproduced except in full,without prior written approval of the Company.
allkn, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
P results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.

1825098

24,5/F, Qastar Building, Zhongkang Road, Shangmeilin, Shenzhen, China 518049 t (86-755)83114358  f (86-755) 83106190 Wwww.cn.sgs.com
hE - Rl - iR ERRLIXAE2 4,5 BR4R: 518049 1 (86-755)83114358 f (86-755)83106190 e sgs.china@sgs.com

Mamhar nf tha QGR Rrnin (QARQ QAN



5

Test Report No.: SZTYR090613900/TS Date: JUL 08, 2009 Page 3 of 5

Note 2 :
Paint & Similar Surface-coating Material (Clause 4.3.5
ASTM F963-08 - Heavy Metals Analysis : Total Lead (Clause 4.3.5.1)

TOTAL LEAD CONTENT - SAMPLES WERE DIGESTED IN NITRIC ACID (1+1) AND CONCENTRATED
HYDROCHLORIC ACID BY MICROWAVE DIGESTION SYSTEM.

ANALYSIS WAS PERFORMED BY ATOMIC ABSORPTION SPECTROMETER.

Speci b o Total Pb Limit
pecimen Description (zzslﬂg) (mglkg)
1. Lt yellow coating (Ark) <10 600
2. Grass-green coating (Ark) <10 600
3. Orange coating (Ark) <10 600
4. Cream-yellow coating (Ark) <10 600
5. Bliack coating (Animal, figure) <10 600
6. White coating (Animal, figure) <10 600
7. Grey coating (Animal, clothes) 28 600
8. Brown-yellow coating (Cow, giraffe, lion, sheep, clothes) 18 600
9. Dull purple coating (Cow, pig) <10 600
10. Dk. brown coating (Bear, monkey, lion, giraffe) <10 600
11. Lt. red coating (Roof) <10 600
12. Dk. sky-blue coating (Figure) 51 600
13. Vivid red with pale pink coating (Clothes, chick) 12 600
14. Transparent lacquer coating (Blocks) <10 600

<= Less than

Results shown are of the total weight of dry sample.

Results of specimen No.1-No.3 & No.14 are copied from report No. SZTYR090634453/LP.
Results of specimen No.5-No.7 are copied from report No. SZTYR090634450/LP.

Results of specimen No.4 & No.8-No.13 are copied from report No. SZTYR090634452/LP.
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ASTM F963-08 - Heavy Metals Analysis : Soluble Heavy Metal (Clause 4.3.5.2)

SOLUBLE HEAVY METALS CONTENTS - SAMPLES WERE EXTRACTED BY DILUTE HYDROCHLORIC ACID
IN ACCORDANCE WITH ASTM F963-08 (CLAUSE 8.3).
ANALYSIS WAS PERFORMED BY INDUCTIVELY COUPLED PLASMA ATOMIC EMISSION SPECTROMETER.

Element Pb | Sb (As | Ba |Cd| Cr | Hg | Se | Mass of
Soluble Limit (mg/kg) 90 | 60 | 25 | 1000 | 75 | 60 | 60 | 500 a:r::::;t
Specimen Description Adjusted Soluble Resuit (mg/kg) (mg)
1. Lt yellow coating (Ark) <6 | <5 | <5213 | <5 | <5 | <6.7 | <10 76.6
2. Grass-green coating (Ark) <6 | <5 | <5 | 272 | <5 | <5 | <6.7 | <10 /

3. Orange coating (Ark) <5 | <6 | <5 | 119 | <5 | <5 | <6.7 | <10 56.3
4. Cream-yellow coating (Ark) <6 | <5 | <5 | 43 <5 | <5 | <6.7 | <10 52.5
5. Black coating (Animal, figure) <65 | <6 | <5| <10 | <5 | <5 | <6.7 | <10 /

6. White coating (Animal, figure) <5 |[<6|<5| <10 | <5 | <5 | <6.7 | <10 /

7. Grey coating (Animal, clothes) <6 | <6 |<5| 8 |<5|<5|<6.7]<10 86.0
8. Brown-yellow coating (Cow, giraffe,

lion, sheep, clothes) <6 | <6 | <5 | 124 | <5 | <5 | <6.7 | <10 37.5

9. Duli purple coating (Cow, pig) <56 | <5 | <5 67 <6 | <56 | <6.7 | <10 32.9
10. Dk. brown coating (Bear, monkey, lion,

giraffe) <6 | <5 | <5 | 83 |<5]|<5|<6.7]<10 41.5
11. Lt. red coating (Roof) <6 | <5 | <5 39 <5 | <6 | <6.7 | <10 /
12. Dk. sky-blue coating (Figure) <6 | <5 | <5 | 175 | <6 | <5 | <6.7 | <10 20.9
13. Vivid red coating (Clothes, chick) <5 |<6|<5| 126 | <5 | <5 | <B6.7 | <10 12.1
14. Transparent lacquer coating (Blocks) <5 | <5 | <5 12 <6 | <6 | <6.7 | <10 /
- <=Less than

As received, the test portion of pale pink coating (Hands) is less than 10mg, therefore such components
were not tested for soluble elements, as specified in ASTM F963-08 Clause 8.3.3.1 (2).

- Results of soluble elements shown are of the adjusted analytical results.

- Results of specimen No.1-No.3 & No.14 are copied from report No. SZTYR090613905/TS.

Results of specimen No.5-No.7 are copied from report No. SZTYR090613893/TS.

Results of specimen No.4 & No.8-No.13 are copied from report No. SZTYR090613901/TS.

N.B.: - Only applicable clauses were shown.
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Test Report

Sample Photo:
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SGS authenticate the photo on original report only

*** End of Report ***
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