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HAPPY ARTS & CRAFTS (NINGBO) CO., LTD
HAPE INTERNATIONAL (NINGBO) LTD

9-27 NANHAI ROAD, DAGANG INDUSTRIAL CITY,
BEILUN, NINGBO, CHINA P.C. 315800

The following samples were submitted and identified on behalf of the client as: E-OFFROADER

Style / Item No. : 821518/897579

Manufacturer : HAPE INTERNATIONAL (NINGBO) LTD

Country of Origin : CHINA

Country of Destination : GLOBAL

Sample Quantity :4PCS

Sample Receiving Date :JUL 13, 2009

Testing Period :JUL 13, 2009 TO JUL 22, 2009

Test Requested : For compliance with US Public Law 110-314 (Consumer Product Safety

Improvement Act of 2008, CPSIA):
Lead in paint / similar surface coating materials
Lead in accessible substrate materials

Methods and Results : Please refer to next page(s).

Result Summary
Test Parameter Conclusion
CPSIA section 101(f) - Lead in paint/similar surface coating PASS
materials
CPSIA section 101(a)(2) - Lead in accessible substrate PASS
materials

Signed for and on behalf of
SGS-CSTC Ltd.

o<1

Ouyang Qin, Cansy
Supervisor

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at http://www.sgs.com/terms _and_conditions.

htm and,for electronic format documents,subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms e-document.htm. Attention is drawn to the limitation of
."-""- and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of

/::' i ithin the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exconerate parties to a transaction

frakercising all theds hts and obligations under the transaction documents. This document cannot be reproduced except in full,without prior written approval of the Company.

é&nauthorized alterd 3\ forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

less ot u ted E\ﬂ B\results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.

1947939

2,4,5/F, Oastar Building, Zhongkang Road, Shangmeilin, Shenzhen, China 518049 t (86-755)83114358 f (86-755) 83106190 WWw.Cn.sgs.com
hE - Fl . e hERRTIAKE24,58 HR4E: 518049 1 (86-755)83114358 f (86-755)83106190 e sgs.china@sgs.com

Member of the SGS Group (SGS SA)



Test Report No.: SZTYR090743650/LP Date: JUL 23, 2009 Page 2 of 4

Test Results

Lead in paint/similar surface coating material
Method: With reference to ASTM E1645-01 and ASTM E1613-04 / CPSC-CH-E1003-09.

Test item 1 2 3 Permissible Limit*
Lead (Pb) ND ND ND 0.009%
Comment PASS PASS PASS -

#

Comment is based on the 0.009% limit requirement, effective 14 August, 2009. The current permissible
limit is no more than 0.06%

Sample Description:

1. Transparent lacquer coating on bamboo (E-offroader)

2. White coating on bamboo (E-offroader)

3. Red (E-offroader) w/ red, white (Logo) coating on bamboo

Note: - % = percentage by weight
- 1% = 10000ppm (mg/kg)
- ND = not detected
- Method Detection Limit = 0.001%
- Results of specimen No.1 & No.2 are copied from report No.SZTYR090743674/LP.
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Lead in accessible substrate materials

Method (non-metallic materials): CPSC Test Method: CPSC-CH-E1002-08 ‘Standard Operation Procedure
for Determining Total Lead (Pb) in Non-Metal Children Product'.

Method (metal materials): CPSC Test Method: CPSC-CH-E1001-08 ‘Standard Operating Procedure for
Determining Total Lead (Pb) in Children’s Metal Products (Including Children’s Metal Jewelry)'.

Test item 1 2 3 4 Permissible Limit™
Lead (Pb) ND ND ND ND 0.03%
Comment PASS PASS PASS PASS -

* Comment is based on the 0.03% limit requirement, effective 14 August, 2009. The requirements for lead
in substrate in children’s products is summarized below

Scope Requirement Effective date

<0.06% 10 February 2009
Lead in accessible substrate <0.03% 14 August 2009
<0.01% 14 August 2011

Sample Description:

1. Cream bamboo

2. Translucent soft plastics (Type, fastener)
3. Silver-grey plastics (E-offroader)

4. Silvery color metal fastener

Note : - % = percentage by weight
- 1% = 10000ppm (mg/kg)
- ND = not detected
- Method Detection Limit = 0.001%
- Result of specimen No.1 is copied from report No.SZTYR090743674/LP.
- Results of specimen No.2-No.4 are copied from report No.SZTYR090743648/LP.

dedekededeekkkdkk

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at http://www.sgs..comlterms and _cqndi_tluns.
eje format documents,subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms e-document.htm. Attention is dravyn to the |Imlta‘l.IOI'1 of

g a¥aQ and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s flnqmgs atthe tima of

Attion on %ithin the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction

Q’Stercising all thefpNyhts and obligations under the transaction documents. This document cannot be reproduced except in full,without prior written approval of the Company.

“Snauthorized alteratiyy, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

ated .~ results shown in this test report refer only to the sample(s) tested and such sample(s}) are retained for 30 days only.

1947941

2,4,5/F, Oastar Building, Zhongkang Road, Shangmeilin, Shenzhen, China 518049 t (86-755)83114358 f {86-755) 83106190 JanW.EnL2gs.com
hE - FY - W PRERETIRKER4,58 BB4R: 518040 1 (86-755)83114358 f (86-755)83106190 e sgs.china@sgs.com

Member of the SGS Group (SGS SA)



Test Report No.: SZTYR090743650/LP Date: JUL 23,2009  Page 4 of 4

Sample Photo:

SGS authenticate the photo on original report only

*** End of Report ***
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